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SAMPLE NOT DRAWN BY SGS LANKA (PVT) LTD. 

 
SAMPLE SUBMITTED AND IDENTIFIED BY SUPPLIER AS: 
SUBMITTED BY TEXTRIP (PVT) LTD 
ADDRESS NO.122, YMBA BUILDING, SIR BARON JAYATHILAKE MW, 

CITY COLOMBO 01- 
COUNTRY LK 

 
PRODUCT DESCRIPTION RUBBER 

LOOP BAND, FIT LOOP, RUBBER BAND, LOOP BAND (LAYERED), RUBBER 
BAND (LAYERED), FIT LOOP (LAYERED) 
QTY SUBMITTED: 03 NOS 
COUNTRY OF DESTINATION: EUROPE, USA, CANADA, AUSTRALIA, ASIA 
& AFRICA 

COLOUR BLUE 
CONTACT PERSON MR.MANGALA GUNASEKERA 
COUNTRY OF ORIGIN SRI LANKA 
SAMPLE RECD ON 15/12/2023 TEST START DATE 21/12/2023 TEST END DATE 08/01/2024 

 

TESTS PASS FAIL REMARKS 

N-NITROSODIETHYLAMINE (NDEA) CONTENT# X  Refer Report No:T32320351412SC 

PHTHALATE CONTENT 
A1 

X   
 

for SGS Lanka (Pvt) Ltd. 

 
 

Anil Wijayakumar 
Laboratory Manager 

 
 
   THIS REPORT SUPERSEDES ALL PREVIOUS DOCUMENTS BEARING REPORT No. 2370010153-2 
   TEST REPORT HAS BEEN REVISED TO CORRECT THE PHTHALATE CONTENT TEST.
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Component List / List of Materials 
 

 
 

Sample Material 
No. 

Component Material Colour Fiber Type Remark 

A 1 LOOP BAND RUBBER BLUE   
 
 

Test Sample Identification 
 
 
 
 

Test Component No. Remark 
CAL PROP 65 - PHTHALATE CONTENT A1  
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R  E S U L  T  S REQ 
 

N-NITROSODIETHYLAMINE (NDEA) CONTENT# 
With reference to ISO 19577, followed by LC-MS/MS analysis 

 
 

Note: Refer Report No:T32320351412SC 

 
PHTHALATE CONTENT 
Test Method: Cal Prop 65 With reference to CPSC method 
       

  Result(%)  
CAS-No. A1 

Diisononyl Phthalate (DINP) 28553-12-0 n.d. 
Diisodecyl Phthalate (DIDP) 26761-40-0 n.d. 
Dibutyl Phthalate (DBP) 84-74-2 n.d. 
Di-n-Hexylphthalate (DnHP) 84-75-3 n.d. 
Bis-(2-ethylhexyl) Phthalate (DEHP)          117-81-7              n.d 
Benzylbutyl Phthalate (BBP)           85-68-7              n.d 
Conclusion -- PASS  

 
      Sample Description: 

1. Blue loop band  

 
 

      

 

 

 

     Note: n.d.= Not detected 
 Requirement- 0.1% 

 
 Detection limit - 

DBP,BBP,DEHP,DNOP,DIBP,DIPP,DMEP,nPiPP,DnPP,DnHP,DUDP,DPP,DCHP - 0.003%  

And DINP,DIDP,DIHP,DHNUP- 0.005% 
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                Summary of Permissible Limit of Requirement(s) otherwise warning label required: 

 

 

 

 

Conclusion given based on customer provided requirements. 

Note: These tests have been performed as per the customer's request. 

Requirement(s) Permissible Limit 

California Prop 65   PHTHALATE CONTENT(DEHP, 
BBP,DBP,DIDP,DnHP and DINP) 

≤ 0.1% each of (DEHP, BBP,DBP,DIDP,DnHP 

and DINP otherwise warning) 
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***** End of Report **** 
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